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@® CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM
SHENGLI VIETNAM SPECIAL STEEL COMPANY

TEL: 0363 - Bo7TT8E, FAX: 0363 - 867774, L-mail; shenglivae@hotmail com
Dija ehis Khu Cong nghigp Clu Nphin, thi trfdin An B0, huygn Quynh Pha, tinh ' Thiti Bink

Thép M9-VMS

1SO 900122015

GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
| Quality Certificate of Product
[.  Nha san xudt (Made in) Cong ty TNHH thép diic bi¢t Shengli Vi¢t Nam

[, Tiéu chufin SX (Standard): TCVN 1651-1:2008

2. 'Mac Thép (Grade): CB240-T

3. Kich ¢ty (Size): ® 6mm

4.  Chiéu dai (Length)

2. Ngay san xuét (Date of Production):

3. Ca san xufit (Product Shift):

4. 8616 (Lot N°):

5. Noi kiém dinh (Veyrfing Location): Phong quiin Iy chét hwong cong ty ShengLi Vigt Nam

6. Két qua thir nghiém (Test results):

Méiu s6 Bén chity Bén kéo Gidn dai Thiruén / | Nhin xét
(Sample No) (Yield Stress) (Tensile strength) (Elongation) (Bending test) (comment)
N/mm® N/mm’ % | te’~iso® |
Tiéu chudn (Standard) |- 240 380 20 Khong nirt
MOl 300 460 26 Khéng nit Dat
MO02 310 455 26 Khéng niit Dat

7. K& luan (Result): Sin phim dat tidu chuin TCVN 1651-1:2008
8. Chi tiéu ngoai quan (The physical properties): Dat yéu clu ky thuit/good

THI NGHIEM VIEN TRUONG PHONG QC TONG GIAM POC
Test charge Quality Control Manager General Manager
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® CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM

SHENGLI VIETNAM SPECIAL STEEL COMPANY

TEL: 0308 - BOTTSR: FAX: 0363 - R67778;
Drjn chi; Kha Cong nphigp ¢ ‘o Nyhiu, (i trfln An B3, hayén Quynh Pha, tinhy ' Thisi Binh

[muail: shenphivagehotmail com

Thip My-VMS
{ OISO 2000205
GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
Quality Certificate of Product
. Nha s:'l'n xuiit (Made in) Cong ty TNHH thép dic bi¢t Shengli Vigt Nam

[, ‘Ticu chudn SX (Standard): TCVN 1651-1:2008

2. Mac Thép (Grade): CB240-T

3. Kich ¢t (Size): D mm

4.  Chiéu dai (Length)

2. Ngay san xudt (Date of Production):

3. Casin xuéil (Product Shift): ’

4. S616 (Lot N°):
5. Noi kiém dinh (Veyrfing Location): Phong quéin Iy chiit lwgng cong ty ShenglLi Viét Nam

6. Két qua thir nghiém (Test results): i

f M e e e e
D e e e e M e e e et S
[

Miu s6
(Sample No)

Tiéu chuﬁn (Sldnddrd)

MO1

Bén chiy
(Yield Stress)

240

N/mm®

Bén kéo
(Tensile strength)
N/mnf

380

Gian dai
(Flongation)
%

Thir udn ;
(Bending test)
160"~ 180°

Nhiin xét
(comment)

20

Khong niit

300 450 26

MO02

305 455 27

Khong niit Dat

Khong nit Dm

7. Két ludn (Result):
8. Chi tiéu ngoai quan (The physical properties):
THi NGHIEM VIEN

Test charge

Nod

5 iy Thl

Sén phim dat tiéu chuin TCVYN 1651-1:2008

Pat yéu cu ky thuit/good
TONG GIAM POC

ﬁ:ﬁ”ﬁgppﬁéga_l\Manager
cone TY X2\
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s THFP%
*\ . SHEAGLI

?' VILT NAM

TRUONG PHONG QC
Quality Control Manager

VILAS 459
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CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM

SHENGLI VIETNAM SPECIAL STEEL COMPANY

TEL: 0464 - ROTIRS;

WoISO 001205

GIAY CHUNG NHAN CHAT LUQNG SAN PHAM

FAX: 0363 - B6TT78;
Dfchl Kdue Cong nghiép Cdu Nglido, ( tredn An Bai, hoyén Ougnh Phy, Uonh Thai ik

Hemail: shenpliva@ehotmnil,.com

Quality Certificate of Product
Cong ty TNHH thép diic bi¢t Shengli Vigt Nam

|, NNha san xufit (Made in)
[, Tiéu chudn SX (Standard);
2. Mac Thép (Grade):
3. Kich c@ (Size):
Chiéu dai (Length)

Ca san xudt (Product Shift):

TCVN 1651-1:2008

CB300-V
O mm

4
2. Ngay san xudt (Date of Production):
3
4

S6 16 (Lot N°):
5. Noi kiém dinh (Veyrfing Location):

6. Két qua thir nghiém (Test results):

Phong quin ly chit lwgng cong ty ShengLi Vit Nam
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Méu sb Bén chiy Bén kéo Gidin dai Thiruén ' | Nhén xét
(Sample No) (Yield Stress) (Tensile strength) (Elongatign) (Bending test) (comment)
# | N/mm” N/mm® % 160"~ 180° -
% | Tiéu chudn (Standard) 300 450 19 Khéng nit
MO1 325 470 22 Khéng nitt * Dat
Mo02 340 475 21 Khong nirt Dat

5 S W e R 8 e w w M N W W W e e M

7. Kétluan (Result): S#n phim dat tiéu chuan TCVN 1651-1:2008

8. Chi tiéu ngoai quan (The physical properties): Dat yéu ciun k§ thuit/good

THI NGHIEM VIEN
Test charge

Nowsy Nasy Thil

TRUONG PHONG QC

Quality Control Manager

VILAS 459

QUACERT,,

1S G 3112 : 2004

TONG GIAM POC
/%ﬁFﬂJ@FPQQ\;‘ Manager
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CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM i
SHENGLI VIETNAM SPECIAL STEEL COMPANY

®

e,

TEL; 0363 - BO'T7RR: FAX: 0363 - 867778 Femail:; shengliva@hotmail,com

D ehis Khi Cong, nghicp Chu Nghin, i tein An B0, hayén Quynb Py, (b Thii Binh
| | ) ;
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Thép M- VMS

e

1SO 20002005

S

GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
Quality Certificate of Product
Cong ty TNHH thép diie bi¢t Shengli Vigt Nam

e
R R E R e

v i .
. Nha sin xuat (Made in)

== .
S

[, Tiéu chuin SX (Standard): TCVN 1651-2-2008

=

2. " Mac Thép (Grade): CB300-V i
3. Kich civ (Size): D=10 mm ?"}
4. Chidu dai (Length) 1.7 m :ﬁ
2. Ngay sin xudt (Date of Production): %
3. Ca san xudt (Product Shift): f:
4, S516 (Lot N): g

;

5. Noi kiém dinh (Veyrfing Location): Phong quéin Iy chit lwgng cong ty ShenglLi Viét Nam

o o o o o N o o S U R
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Két qua thir nghiém ('Test results):

Miu s6 Bén chiy Bén kéo Gidin dai Thicuén , | Nhiin xél
(Sample No) (Yield Stress) (‘Tensile strength) (Elongation) (Bending test) (comment)
o N/mm? Nfmw?® ) % 160~ 180°
Tiéu chufn (Standard) 300 450 19 Khong nirt
MO 330 475 22 Khang nirt Dat
M02 325 470 22 Khong nirt bat
7. Két luan (Result): Sén phim dat tiéu chuin TCVN 1651-2-2008 )
8. Chi tiu ngoai quan (The physical properties): Dat yéu clu ky thuit/good
THI NGHIEM VIEN TRUGNG PHONG QC Tf}NG GIAM POC
Test charge Quality Control Manager

BT I S I eyt 2t T T e St it e S e e R R e R S A L e

O
YANG LI GUO
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CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM
SHENGLI VIETNAM SPECIAL STEEL COMPANY

TEHL: 0363 - BOTTRE, FAX: 0303 - BoTTT8,
D ehi; Kl Cong, nghiép Cliu Nphin, thi tedn An By, Toyén Quynb Py, Gnh Uit Binh

Faml: shenglivagabotmmil.com

{Ihép M-YMS

H 150 9001:2015

GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
Quality Certificate of Product

[. Nha sﬁl; xudt (Made in) Céong ty TNHH thép diic bi¢t Shengli Viét Nam

1. Tiéu chudn SX (Standard): TCVN 1651-2-2008

‘LI-(-“"-"-l-“‘-““ll‘li-““u-t“l_‘_‘_‘..ls‘.l.‘_&.“““l‘l’.‘:“‘5

e m

2. 'Mac Thép (Grade): CB300-V
3. Kich cd (Size): D=12 mm
4. Chiéu dai (Length) 11.7 m
2. Ngay san xudt (Date of Production):
3. Ca san xuét (Product Shift):
4. Sb16 (Lot N°):
5. Noi kiém dinh (Veyrfing Location): Phong quéin Iy chit lwgng cong ty ShengLi Vigt Nam
6. Két qua thir nghiém (Test resulls):
MAu s6 Bén chiy Bén kéo Giiin dai Thir ubn , Nhiin xét
(Sample No) (Yield Stress) ('Tensile strength) (Elongation) (Bending test) (comment)
| Nme® ) Nmm® o % 160°~ 180"
_]l(;ll(:h:lﬁﬂ(s;ﬂnda]d) '300 450 19 [Khong nit
| MO 33_0“_ l 465 21 Khﬁn;m'rt | D,,lt ]
.................... M ;);_ B 325 " 470 : 22 Khong nirt N Dm |
7. Kétluan (Result): S#n phdm dat tiéu chuiin TCVN 1651-2-2008
8. Chi tiéu ngoai quan (The physical properties): Dat yéu ciu k§ thuit/good
THf NGHIEM VIEN TRUONG PHONG QC TONG GIAM DOC

eral Manager

Test charge Quality Control Manager
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VILAS 459 s GIAM POC

QUACERT,, QUACERT,, SRR
1S G 3112 : 2004 ASTM AG15/A615M-09b GB 1499.2-2007
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CONG TY TNHH

SHENGLI VIE

1L 0363 - RoT78S:;

FAX: 0363 - 807774, Lol shenglivatohotmuil.com

Do chil; K Cong nghi¢p Chu Nphin, (i tdin An B3ai, huyen Quyab Phy, toh Thid Bink

Thép M§- VMS

OISO 90012008

GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
Quality Certificate of Product

s £ .
I. Nha san xuat (Made in)

N A A ¥
1. Tiéu chuin SX (Standard):

Cong ty TNHH thép diie big¢t Shengli Viét Nam

TCVN 1651-2-2008

MO O OO OO GO OO G OO OO MM R OGO OO OO OO O OO MMM
THEP PAC BIET SHENGLI VIET NAM
TNAM SPECIAL STEEL COMPANY

B L S R R, T

g

S e e
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2. " Mac Thép (Grade): CB300-V
3. Kich ciy (Size): D=14 mm
4. Chidu dai (Length) 11.7 m
2. Npay san xuat (Date of Production):
3. Ca san xudt (Product Shift):
4. Sb16 (Lot N°):
5. Noi kiém dinh (Veyrfing Location): Phong quin Iy chit lwong cong ty Shengli Vigt Nam
6. Két qua thir nghidm ('Test results):
MAu sb Bén chiy Bén kéo Gidin dai Thir uén ; | Nhiin xét
(Sample No) (Yield Stress) (Tensile strength) (Elongation) (Bending test) (comment)
| N® N/’ M | s
Tiéu chuin (Standard) 300 450 19 Khéng nirt
| MOI | 320 o jgs 21 mlgl;("mg nurt D\\l ]
Mo2 ' 325 470 2é [Khong, nu‘t o l)gt

T

E‘f P ~.f.‘v-.'

g
TR,

7. K&t lugn (Result): San phdm dat tidu chuin TCVN 1651-2-2008

8. Chi tiéu ngoai quan (The physical

THI NGHIEM VIEN
Test charge

1A A A A A0 A L AT 80 A MY L A AR A A0 A A0 L A e A AT NP A L8 A 8 A I A NN A R AR A dch A A N A A 0 M AR N0 AT AL AR NN M0 00 A A 0 00 L N M M A I 8808 8

TRUONG PHONG QC

properties): Dat yéu chu ky thuit/good

TONG GIAM POC
General Manager

40675 N\
¥

Quality Control Manager
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YANG LI GUO
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P mLomnloda il

QUACERT,, QUACERT,
NS G3112: 2004 GB 1499.2-2007

JIS G 3112: 2004 ASTM AG15/A615M-09b
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® CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM
SHENGLI VIETNAM SPECIAL STEEL COMPANY

-
"

TEL: 0363 - 867788, FAX: 0363 - B67774: Ji-mail: shenpliva@hotmall com
Dija chiz Kl Cong nghi¢p Chu Nghin, thi tefin An B, huydn Quynh Phy, tinkCThai Binh

o m m W W W W W W

o

_' Thép M9-¥MS
# 150 9001:2015

; GIAY CHUNG NHAN CHAT LUQNG SAN PHAM

%t

i

i

i

4
i i
:: . . ::
; Quality Certificate of Product ;
.. I Nha sén xudt (Made in) Cong ty TNHH thép diic bi¢t ShengLi Vigt Nam g;
’ 1. Tiéu chudn SX (Standard): TCVN 1651-2-2008 :é
2. Mdc Thép (Grade): CB300-V
# 3. Kich e (Size): D=16 mm
4. Chidu dai (Length) 1.7 m ;
2 ;
4 2. Ngay san xuét (Date of Production): i
3. Casan xulit (Product Shif): :
4 4 S616 (Lot N°): :
i o
> 5. Noi kidm dinh (Veyrfing Location): Phong qudn Iy chit lwgng cong ty ShengLi Vigt Nam _:
6. Két qué thir nghiém (Test results): '.
Méu sb Bén chiy Bén kéo Gidin dai Thiruén , | Nhin xét
: (Sample No) (Yield Stress) (Tensile strength) (Elongation) (Bending test) (comment) EE
& T N/mm’ N/mm* % 160°~ 180 it
2 | Ticu chuin (Standard) 300 450 19 Khong nirt
0 MO1 320 475 21 Khong nit Da
" MO2 325 470 2 Khéng nit Dat

7. K&t ludn (Result): Sén phdm dat tiéu chuin TCVN 1651-2-2008
. 8. Chi tiéu ngoai quan (The physical properties): Dat yéu ciiu ky thuit/good

2 v e 7O 8 W W W e

THE NGHIEM VIEN TRUONG PHONG QC TONG GIAM POC
:F Test charge Quality Control Manager
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; Bl oems QUACERT, QUACERT, BURCERT -
| | QCVN 7:2011/BKHCH |
; - L JIS G 3112 ; 2004 ASTM AG15/A615M-09b GB 1499.2-2007 §:
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MMM MMM OO OO 00000 I DRI
CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM
SHENGLI VIETNAM SPECIAL STEEL COMPANY

TEL: 036, - BOTT8Y; FAX: 0363 - ROTTIR,
Diachl: Ko Cong nghiép Clo Mphin, thi efin An Bai, hayén Quynh Pha, tinh Thai Binh

Femil: shenglivo@hotmail.com

8 Inép M9-VMS
ISO 20002005

GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
Quality Certificate of Product

P T T TR TR TR TR TR TR T R TR TE YR TR TS VL TE VR TR VR YRV SR VR PR
o o X
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Nha san xudt (Made in)

Tiéu chudn SX (Standard):
- Mac Thép (Grade):

Kich c& (Size):

Chiéu dai (Length)

Cong ty TNHH thép diic bi¢t Shengli Vigt Nam
TCVN 1651-2-2008

CB300-V

D=18 mm

11.7 m

Ngdy san xuit (Date of Production):

Ca san xudt (Product Shift):
S6 16 (Lot N°):
Noi kiém dinh (Veyrfing Location):

K&t qua thir nghiém (Test results):

Phong quén Iy chét lwgng cong ty ShengLi Viét Nam

Tiéu chudn (Standard)

MAu s6
(Sample No)

Bén chity
(Yield Stress)
N/mm’

300

Nhiin xél
(comment)

Bén kéo Gifin dai Thir uén
(Tensile strength) (Elongation) (Bending test)

- N/mm? % 160"~ 180°

450 19 Khong nirt

320

325

22 Khong nirt

22 Khong nut Dat

Patl

7. K&t luan (Result): Sin pham dat tiéu chuin TCVN 1651-2-2008

8. Chi tiéu ngoai quan (The physical properties): Dat yéu ciu ky thuit/good

THi NGHIEM VIEN
Test charge

TRUONG PHONG QC

TONG GIAM POC

Quality Control Manager General Manager

7CONGIY XA\
TN, I

QUACERT,,
1S G 3112 : 2004
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® CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM

QOOOOOCRODCONOTEH
4

s

: SHENGLI VIETNAM SPECIAL STEEL COMPANY .
EE TEL 0363 - 867788, FAX: 0303 < ROTTTH, Hemail: shengliva@@hotmail.com

?E Thép M§-VMS Dy chic Khn Cong nghi¢p Cllu Nghin, thi tefin An B, hayen Ouynb Phy, tnh Thid Binh

B 150 90012045 :
GIAY CHUNG NHAN CHAT LUQNG SAN PHAM 8
; Quality Certificate of Product &
(. Nha sin xudt (Made in) Cong ty TNHH thép diic bi¢t ShenglLi Vigt Namn g'
' [.  Tiéu chudn SX (Standard): TCVN 1651-2-2008 ?.,}
2. Mic Thép (Grade): CB300-V §
" i
% 3. Kichci (Size): D=20 mm ;
. A gy i
% 4. Chiéu dai (Length) 11.7 m E
2. Ngay san xudt (Date of Production): :
f :
# 3. Casan xuéit (Product Shift): E
2 4. S616 (Lot N°: :
-: :.L
¢ 5. Noi kiém dinh (Veyrfing Location): Phong quéin ly chit lwgng céng ty ShengLi Viét Nam ;
t q
i ;
4 6. Két qud thir nghi¢m (Test results): E
Miu s Bén chily Bén kéo Gidin dai Thiruén , | Nhinxét | §
. (Sample No) (Yicld Stress) (Tensile strength) (Elongation) (Bending lest) (comment) E
Al | Nae® ] Nme® SO N LU :
Tiéu chudn (Standard) 300 450 19 Khong niil E:
Mol 320 475 22 Khong niit Dyt “
MO2 325 465 21 Khéng nitt Dal
! 7. Kétluan (Result): Sén phim dat tiéu chuén TCVN 1651-2-2008 E
8. Chi tiéu ngoai quan (The physical properties): Dat yéu ciu ky thuit/good %E
THi NGHIEM VIEN TRUGNG PHONG QC TONG GIAM POC
" Test charge Quality Control Manager General Manager 1{;
A= :
Sl : |
& % NG GIAM POC E
VILAS 459 o SPONG G i
E H 1 ) o
z N A A NG 11 GO 3
N B B B
3 [ R
i &3 3 o
e < 5;
i D cera QUACERT,, QUACERT, g 3
E:E L gew EILLIBHER NS G 3112 ;2008 ASTM AB15/A615H-08b GB 1499.2-2007 :E
:gi L0 000000301000 00040088010 M A L R :




MMM MM RGO O OO OO0 OR G000 0G0 0000C 0000000 00R000IGT
CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM
SHENGLI VIETNAM SPECIAL STEEL COMPANY

TEL: 036 - R6TTER: FAX: 0363 - BOTTIR, Lemnil: shenglivaehotmail.com
D ehis Ko Cong nghigp Chu Ngghln, (hi tedn An Bai, hoyen Quynh Phy, tinh Thisi Binh

Thép M- YMS

IS H01:2015
GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
Quality Certificate of Product

. Nha géin xufi (Made in) Cong ty TNHH thép dic biét Shengli Viét Nam
|, Tiéu chufn SX (Standard): TCVN 1651-2-2008

2. " Mac Thép (Grade): CB300-V

3. Kich cd (Size): D=22 mm

4. Chidu dai (Length) 11.7 m

. 4 A . .
2. Ngay san xuit (Date of Production):

3. Ca san xufit (Product Shift):

4. 8616 (Lot N°):

5. Noi kiém dinh (Veyrfing Location): Phong quéin Iy chiit lwgng cong ty ShengLi Vigt Nam £
b o
E: 6. K&t qua thir nghiém (Test results): $£
i ey
i M sb Bén chiy Bén kéo Gidin dai Thiruon, | Nhjnxét | &
(Sample No) (Yield Stress) (‘Tensile strength) (Elongation) (Bending, test) (comment) ?
; | N/mm’ Ninm® | % | 160°-180° ;
% | Tiéu chuén (Standard) 300 450 19 Khong niit %
i MO1 320 475 22 Khong nirt Dat i
i MO02 330 465 2 Khéng nirt Pat i
§ 7. Kétluan (Resulty: Sin pham dat tiéu chuan TCVN 1651-2-2008 &
" o
W A r 5 . . n A -~ A~ i
o 8. Chi tidu ngoai quan (The physical properties): Dat yéu cau ky thuit/good
o et
i , R s _ " &
: THi NGHIEM VIEN TRUONG PHONG QC TONG GIAM POC B
ii Test charge Quality Control Manager
it : :
8 e : i
Eii N4 4 HE 3:% 2 i
8 N uaw, Nasy 'T/wa SHENGLT /%)
e 8’ 0 \VIET NAM LS/
: G PHORBNG GIAM DOC ;
5 FEETYANG LI GUO
i é
) B & B

:n: [+ 4

. - ‘ e

o < ( N \9 \9

o AN QUACERT,, QUACERT, BUACENTy

i:; S JIS G 3112:2004 ASTM AG15/A615M-09b GB 1499.2-2007
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® CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM
SHENGLI VIETNAM SPECIAL STEEL COMPANY
TEL: 0363 - 8677RR: FAX: 0363 - R6TTTR: L=mail; shengliva@hotmnil.com

Dy ehiz Khu Cong nghigp ¢ ‘u Nghin, thi tedin An Bai, huyén Ouynh Phy, tiah Thii Binh
Thép MP-VMS

1SO 2001:2015

T A e S PP NL e L O

GIAY CHUNG NHAN CHAT LUQNG SAN PHAM

- mmﬁ“’ﬂ“‘ﬂxﬂ‘cm‘ﬂlTr -

Quality Certificate of Product ;
[.  Nha san xuéit (Made in) Céng ty TNHH thép diic biét ShengLi Vi¢t Nam :
. Tiéu chuén SX (Standard): TCVN 1651-2-2008 ;
2. Mac Thép (Grade): CB400-V :
3. Kich c& (Size): D=10 mm
Chiéu dai (Length) 11.7 m

Ngay san xudt (Date of Production):
3. Ca san xuét (Product Shifl):
4. S616 (Lot N):

5. Noi kiém dinh (Veyrfing Location): Phong quén Iy chiit lwong cong ty ShengLi Viét Nam

6. Két qua thir nghiém (Test results):

Miiu 86 Bén chiy Bén kéo Gidin dai Thiruén , | Nhin xét
(Sample No) (Yield Stress) (Tensile strength) (Elongation) (Bending test) (comment)
Nmm® | N/mm® L % | le0’~1s® |
Tiéu chudn (Standard) 400 570 14 Khéng nirt
MOl 430 580 18 Khong nut Dat
M02 425 585 18 Khong nut Dat
7. K& lujn (Result): Sén phim dat tiéu chuin TCVN 1651-2-2008
8. Chi tiéu ngoai quan (The physical properties): Dat yéu clu ky thuit/good
THi NGHIEM VIEN TRUONG PHONG QC TONG GIAM DOC
Test charge Quality Control Manager General Manager
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® CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM ‘\

SHENGLI VIETNAM SPECIAL STEEL COMPANY

éi THL: 0363 - Bo778Y; FAX: 0303 - Bo7T18; Femaily shenplivagahotmail,com

iég — D ehi: Khu Cong aghiép Chu Ngghin, i tein An Bai, huyén Quinh Pha, tinh Thisi 1inh

.Ei SO 9001: 2015 ‘ _ , )

: GIAY CHUNG NHAN CHAT LUQNG SAN PHAM

Quality Certificate of Product

EE I, Nha san xuit (Made in) Caong ty TNHH thép diic bi¢t Shengli Viét Nam

# 1. Tiéu chufin SX (Standard): TCVN 1651-2-2008 #

i, 2. Mac Thép (Grade): CB400-V

# 3. Kichcd (Size): D=12 mm :
4. Chiéu dai (Length) 11.7 m

2. Ngady san xufit (Date of Production):

3. Ca san xuiit (Product Shift):
4. Sb16 (Lot N°):
5. Noi kiém dinh (Veyrfing Location): Phong quin Iy chit hwong cong ty ShengLi Viét Nam

6. Ké&t qua thir nghiém (Test results);

e

Mu s6 Bén chiy Bén kéo Giiin dai Thiruén , | Nhin xét
(Sample No) (Yicld Stress) (Tensile strength) (Elongation) (Bending test) (comment)
| N NAnm® % | te0’~180® |
Tiéu chuin (Standard) 400 570 14 Khong niit
MO1 425 590 16 Khong nirt Dat
MO02 430 585 17 Khang ni Dat

7. Két luan (Result): Sén phﬁm dat tiéu chuin TCVN 1651-2-2008
8. Chi tiéu ngoai quan (The physical properties): Dat yéu cdu kj thuit/good

THi NGHIEM VIEN TRUONG PHONG QC TONG GIAM POC
Test charge Quality Control Manager

NgﬂTM

ToNVIETNAM A8
jﬁ%@NG GIAM BOC
==AANG LI GUO
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® CONG TY TNHH THEP DAC BIET SHENGLI VIET NAM
SHENGLI VIETNAM SPECIAL STEEL COMPANY

LCRECTR

TEL:; 036 - BOT 788, FAX: 0361 - BOTTTR:
Diaehiz K Congsnphiép Co Npghin, thi tedn An Bad, huyén Qugnh Pha, tah Thai Bink

Femil: shengliva@ahotmnil, com

Thép MY-WMS
1SO 90012015

GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
Quality Certificate of Product
Cong ty TNHH thép dic bi¢t Shenglli Viét Nam

e

I Nha san xut (Made in)

1. Tieu chudn SX (Standard); TCVN 1651-2-2008

e

2. 'Mac Thép (Grade): CB400-V

3. Kich cov (Size): D=12 mm
4. Chiéu dai (Length) 11.7 m
2. Ngay sin xuét (Date of Production):

3. Ca san xuit (Product Shift):

4. S616 (Lot N°):

5. Noi kiém dinh (Veyrfing Location): Phong quén Iy chit lwgng cong ty ShengLi Viét Nam

6. K&t qua thir nghidm (Test results):

S - “u C S
A R R O L R e
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VILAS 459

L emenging

QUACERT,,
JIS G 3112 :2004

QUACERT,
ASTM AG15/A615M-09b

Miu s6 Bén chiy Bén kéo Gidin dai Thiruén ; | Nhiin x¢ét
(Sample No) (Yield Stress) (‘Tensile strength) (Elongation) (Bending test) (comment)
S Nom® | N’ % _160°~180° |
Tiéu chudn (Standard) 400 570 14 Khédng niit
MO 435 590 16 Khong nirt Dat
MO02 430 585 17 Khong niit Dal
7. Két luan (Result):  San pham dat tidu chuin TCVN 1651-2-2008
8. Chi tiéu ngoai quan (The physical properties): Dat yéu ciu k§ thudt/good
THi NGHIEM VIEN TRUOGNG PHONG QC TONG GIAM POC
Test charge Quality Control Manager ]

QUACERT,

GB 1499.2-2007
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Thép M9-¥MS
1SO 90012015

CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM
SHENGLI VIETNAM SPECIAL STEEL COMPANY

TEL 0361 - B67T8R, FAX: 0363 - RoT774; il shenglivag@hotmail.com
Din el Khu Cong nghiép Clu Nghin, thi trin An B3, hoy@n Quynh Pl tinh Thai Binkh

GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
Quality Certificate of Product

[. Nha san xudt (Made in) Céng ty TNHH thép diic bigt ShengLi Vigt Nam

1. Tiéu chufin SX (Standard): TCVN 1651-2-2008

2. ' Méc Thép (Grade): CB400-V

3. Kich c@ (Size): D=14 mm

4. Chiéu dai (Length) 11.7 m

2. Ngay san xuét (Date of Production):

3. Ca san xuit (Product Shift):

4, S516 (Lot N°):

5. Noi kiém dinh (Veyrfing Location): Phong quén Iy chiit lwgng cong ty ShengLi Vi¢t Nam

6. Két qua thir nghiém (Test results):

MAu s6 Bén chiy Bén kéo Gifin dai Thir uén Nhén xét
(Sample No) (Yield Stress) (Tensile strength) (Elongation) (Bending lest’) (comment)
B N/mm’ N/mm® % 160°~ 180" ]
Tiéu chuin (Standard) 400 570 14 Khong nit
MO1 435 580 18 Khong nit Pat
M02 430 585 17 Khéng nirt bat

7. K&t luan (Result): Sén phdm dat tiéu chuin TCVN 1651-2-2008

8. Chi tidu ngoai quan (The physical properties): Dat yéu ciu ky thuét/good

VA A AR AN WO W e 0

o T g T S S Ot .
3 - " - .

THi NGHIEM VIEN TRUOGNG PHONG QC TONG GIAM POC
Test charge Quality Confrol Manager

o

Nguaau N Thl

General Manager

001;
M pry 3

_—

i ANG LI GUO
QUACERT, QUACERT,, b o edul

sttt b
1S G 3112 : 2004 ASTM A615/A615M-00b GB 1499.2-2007
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M 7:2011/BKHCH |
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CONG TY TNHH Illltl’l)ff\( BIET SHENGLI Vllj,l NAM
SHENGLI VIETNAM SPECIAL STEEL COMPANY

am

TEL: 0363 - 8OTTHR; FAX: 0163 - RaTTTS,;
Do chi: Khu Conggnghigp Clla Nghing thi tedn An Bad, hoay@n Quynh Phiy, dobC U hai Binh

-minil: shenglivi@hotmail, com

Thép M9-VMS
4 ISO 900122018
GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
Quality Certificate of Product
1. Nha m'mi.‘(ufll (Made in) Cong ty TNHH thép diic bi¢t ShenglLi Viét Nam

I, “Tiéu chudn SX (Standard): TCVN 1651-2-2008

2. Mic Thép (Grade): CB400-V
3.  Kich c& (Size): D=16 mm
Chidu dai (Length) 11.7 m

Neay san xudt (Date of Production):
3. Ca san xuit (Product Shift):
S6 16 (Lot N°:

5. Noi kiém dinh (Veyrfing Location): Phong quiin ly chiit hwgng cong ty ShengLi Vigt Nam

6. Két qua thir nghi¢m (Test results):
Méu s6 Bén chiy Bén kéo Giiin dai Thirubn /| Nhiin xét
(Sample No) (Yield Stress) (‘Tensile strength) (Elongation) (Bending test) (comment)
L Nfmm® | N/mm’ RS B LU
Tiéu chuﬁn (Stdnddld) 400 570 14 Khédng nitt
MO1 425 590 18 Khong nirt Dat
MO02 430 585 17 Khong nal Dat
7. K&t luin (Result):  San phim dat tiéu chuin TCVN 1651-2-2008
8. Chi tiéu ngoai quan (The physical properties): Dat yéu ciu ky thuit/good
THI NGHIEM VIEN TRUONG PHONG QC TONG GIAM POC
Test charge Quality Control Manager -*';“4 s eneral Mauaf,er

/\(J .—' ""“‘~

comcw\ <7"=

Nguaai Vany Thi

G GIAM POC
YANG LI GUO

VILAS 459
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i MMM KRR HH RN poog
CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM '
SHENGLI VIETNAM SPECIAL STEEL COMPANY

TEL 0360 - RoTT8Y, FAX: 0363 - ROTTT8:
D chis Ko Cong nphiép Chu Nghin, thi twn An B, hoyén Quynh Phy, toh Thit Bink

Femuil: shenglivagehotmml.com

Thép My-WMS

SO 9012015
GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
Quality Certificate of Product

[, Nha sin xudt (Made in)

. A 1
1. Tiéu chuan SX (Standard):

Cong ty TNHH thép die bi¢t Shengli Viét Nam
TCVN 1651-2-2008

2. 'Mac Thép (Grade): CB400-V
3.  Kich cd (Size): D=18 mm
Chiéu dai (Length) 11.7 m

4

2. Ngay san xuit (Date of Production):
3. Ca san xuét (Product Shift):

4. SH16 (Lot N°):

5. Noi kiém dinh (Veyrfing Location): Phong quén Iy chit lwgng cong ty ShengLi Viét Nam

6. Két qua thir nghiém (Test results):

Miu 56 Bén chiy Bén kéo Gidn dai Thirudn | Nifin xét
(Sample No) (Yield Stress) (Tensile strength) (Elongation) (Bending test) (comment)
o N NAn® % 1601800
Tiéu chufin (Standard) 400 570 14 Khong nit
MOl 425 580 18 Khong niit Pal
MO2 430 585 18 Khong niit Dal

7. Kétluan (Result): Séin pham dat tiéu chuan TCVN 1651-2-2008

8. Chi tiéu ngoai quan (The physical properties): Dat yéu ciu ky thuit/good

THi NGHIEM VIEN TRUGNG PHONG QC TONG GIAM POC
Test charge Quality Control Manager ———Cieneral Manager
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® CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM
SHENGLI VIETNAM SPECIAL STEEL COMPANY

TEL: 0363 - R6TTER; FAX: 0363 - R67TTR; Femnil: shengliviadhotmail.com

) Dijicehil: Kl Cong, nphicp Chu Mphin, thi tdn An i, hoyén Quynh Phy, il Thi Binh
Thép M9-VMS

e

ISO 9001 : 2015

GIAY CHUNG NHAN CHAT LUQNG SAN PHAM i

| Quality Certificate of Product &
|, Nha san xuét (Made in) Cong ty TNHH thép diic bi¢t ShenglLi Viét Nam E
I, Tiéu chufin SX (Standard): TCVN 1651-2-2008 ‘-'Tf |
2. Mic Thép (Grade): CB400-V ‘:E,
3.  Kich ¢t (Size): D=20 mm '
4. Chiéu dai (Length) 11.7 m
2. Ngay sin xudt (Date of Production):

3. Ca san xudt (Product Shilt):
4. S616 (Lot N°):

5. Noi kiém dinh (Veyrfing Location): Phong quin ly chéit lwgng cong ty ShengLi Viét Nam

6. K&t qua thir nghi¢m (Test results):

MAu sd Bén chiy Bén kéo Gidin dai Thiruén / | Nhiin xét
(Sample No) (Yield Stress) (Tensile strength) (Elongation) (Bending test) (comment)
o N N/’ % 160~ 180° |
Tiéu chuéin (Standard) 400 570 14 Khong nit
MO 430 580 18 Khong niit Pat
MO02 425 585 18 Khéng nirt Dat

7. K&t luin (Result): Sén phAm dat tidu chuian TCVN 1651-2-2008

8. Chi tiéu ngoai quan (The physical properties): Dat yéu ciu ky thuit/good

THi NGHIEM VIEN TRUONG PHONG QC TONG GIAM POC
Test charge Quality Control Manager General Manager
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T T L e e s
.I' A 4 2.
i ® CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM

SHENGLI VIETNAM SPECIAL STEEL COMPANY

i
i

TEL: 0363 - B6TT84; FAX: 0363 - BOTT78;
Dijn ehi: Khu Cong nphi¢p € " Nphin, thi ten An Bai, huygn Quynh Phy, tinh Thi Binh

Femmil: shengliva@hotmail.com

o w  w

.
o T e

Thép M9-VMS

ISO9001:2015

GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
i Quality Certificate of Product

I, Nha san xudt (Made in) Cong ty TNHH thép diic bi¢t ShengLi Vigt Nam
; I. Tiéu chuin SX (Standard): TCVN 1651-2-2008

2. * Méc Thép (Grade): CB400-V

3. Kich ¢t (Size): D=22 mm

4, Chiéu dai (Length) 11.7 m

2. Ngay san xuéit (Date of Production):

3. Ca san xuét (Product Shift): ..'
4. 8616 (Lot N°): ;
5. Noi kiém dinh (Veyrfing Location): Phong quin Iy chit lwgng céng ty ShengLi Vigt Nam

6. K&t qua thir nghiém (Test results):

Miu s6 Bén chiy Bén kéo Gidin dai Thir uén Nhéin xét
(Sample No) (Yield Stress) (‘Tensile strength) (Elongation) (Bending test) (comment)
N/mm’ N/mm’ % 160°~ 180°
Tiéu chuén (Standard) 400 570 14 Khong nirt
MO1 430 580 17 Khong niit Pat
Mo02 425 585 18 Khong nirt Pat

7. Két luan (Result): Sén phim dat tiéu chufin TCVN 1651-2-2008

8. Chi tidu ngoai quan (The physical properties): Dat yéu ciu k¥ thuit/good
TONG GIAM POC

THf NGHIEM VIEN
Test charge

TRUONG PHONG QC
Quality Control Manager

%y

m.
&3 &3

§

General Manager
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NN MMM
»: ® CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM
o SHENGLI VIETNAM SPECIAL STEEL COMPANY

g B -C-
:rsz:uf::rE:::fEfZ: -

o

-

o TEL: 0363 - R6T7RE; FAX: 0163 - 867778; Femmil: shenplivagahotmail com

:: : Diin ehis Khu Cong nphicp Clu Nighln, thi (e An Bad, hoy@n Quynh Phy, toh ' Thisi Binh
& Thép MP-¥MS

=

2150 9001:2015
GIAY CHUNG NHAN CHAT LUQNG SAN PHAM
Quality Certificate of Product
|, Nha san xufit (Made in) Cong ty TNHH thép diic biét Shengli Viét Nam

I, Tiéu chudn SX (Standard): TCVN 1651-2-2008

o]

Mac Thép (Grade): CB400-V
3. Kich ctv (Size): D=25 mm

Chi¢u dai (Length) 1.7 m

2 &

Ngay sian xudit (Date of Production):

3. Ca san xudt (Product Shift):

4, 8616 (Lot N°):

5. Noi kiém dinh (Veyrfing Location): Phong quin Iy chiit lwgng edng ty ShengLi Vit Nam

6. Két qua thir nghiém (Test results):

(Sample No) (Yield Stress) (‘Tensile strength) (Elongalion) (Bending test) (comment)
A N]nun2 N/mm? % 160"~ 180"

" Miu so Bén chity Bén kéo Gifdn dai Thir uén ;| Nhiim xét

2 | Tiéu ch uﬁn (Slandald) 400 570 14 Khong, nirt

" MO1 430 580 18 Khﬁnb nitrt BPat

M02 425 585 17 Khong nirt Dat
7. Kétluan (Result): Sédn phdm dat tiéu chufin TCVN 1651-2-2008

; 8. Chi tidu ngoai quan (The physical properties): Dat yéu ciu ky thuft/good

i THi NGHIEM VIEN TRUONG PHONG QC TONG GIAM POC
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3 ® CONG TY TNHH THEP PAC BIET SHENGLI VIET NAM & |
E': SHENGLI VIETNAM SPECIAL STEEL COMPANY
ol " |
Wi el
E: TEL: 0303 - BoTT48: FAX: 0363 - 867718, Femnils shenpglivaeehotmail.com ;."j-': '
§§ Thép M9-WMS Dyin ehiy IKha Cong, nphidp € ‘o Ngghin, thi tefn An D Toyen Qusmb Phy, tinh Thai Binh E%: ‘|
EE 150 9001: 2015 &
5 Y A 1 for 1 | e & 'y v A :L{'“E
4 GIAY CHUNG NHAN CHAT LUQONG SAN PHAM i
: Quality Certificate of Product &
& 4 ]
b [.  Nha san xufit (Made in) Cong ty TNHH thép diic bi¢t Shengli Vi¢t Nam g‘%
_' 1. Tiéu chudn SX (Standard): TCVN 1651-2-2008 %
§ 2. Mic Thép (Grade): CB400-vV 35‘
:: "
4 3. Kichcd (Size): D=28 mm i
4. Chidu dai (Length) 11.7 m g
4 o
2. Ngay san xudt (Date of Production): "
M t
4 3. Casanxult (Product Shify): i
" ; o
% 4. 5016 (Lot N%: b
5. Noi kiém dinh (Veyrfing Location): Phong quén 1y chit lwgng cong ty ShengLi Viét Nam ::
6. K&t qua thir nghi¢m (Test resuls): §E
: Mau s Bdn chiy Bén kéo Gidin dai Thirudn , | Nhgnxét | £
(Sample No) (Yield Stress) (Tensile strength) (Elongation) (Bending test) (comment) E;
i N/mm’ N N/“_‘“_’z L L - LN N 160°~ 180" :;
% | Tieu chuin (Standard) 400 570 14 Khong nit
MO 430 590 18 Khong nit Dal i
i MO2 425 585 18 Khong nirt Pat
! 7. Kétluan (Result): Sin phim dat tiéu chuin TCVN 1651-2-2008 i
& ” ; ; ; z oo f
s 8. Chi tiéu ngoai quan (The physical properties): Dat yéu ciu k§ thuit/good i
@ THI NGHIEM VIEN TRUONG PHONG QC TONG GIAM POC
Test charge Quality Control Manager i
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SHENGLI VIETNAM SPECIAL STEEL COMPANY

TEHL; 0363 - Ro7788:

FAX: 0368 - R6T77R;

-mauls shenglivoaeehotmmilcom

Dyjn ehiz Kl Cong, nghi¢p Cda Nphin, thi teéin An B, hoyen Quynh Phy, tnh 'Uhisi Binh

Quality Certificate of Product

\ ' A .
[ Nha sin xual (Made in)

[, Tiéu chudn SX (Standard):

2. Mic Thep (Grade):

3. Kich ¢& (Size):

4. Chiéu dai (Length)

CONG TY TNHH THEP DAC BIET SHENGLI VIET NAM

Cong ty TNHH thép diic biét Shengl.i Vigt Nam

TCVN 1651-2-2008

CB400-v
D=32 mm

11.7

2. Ngay sin xuiit (Date of Production):

3. Casan xuit (Product Shi [1):

4. 8616 (Lot N°:

5. Noi kiém dinh (Veyrfing Location):

6. Két qua thir nghiém (Test results):

Phong quin Iy chit lwgng cdng ty Shengli Viét Nam

OO M A S M A

Miu 6 Bén chiy Bén kéo Gian dai Thir uon Nhiin x¢ét
(Sample No) (Yield Stress) (Tensile strength) (Elongation) (Bending tes) (comment)
| N’ N/’ . B 180 -180° |
Tiéu chuin (Standard) 400 570 14 [Khéng nirt
''''''''' M(;Z 425 595 “ 18 Khong nit 1 D:Jl .
7. Két luan (Result):  Sén ph:"im dat tiéu chuin TCVN 1651-2-2008
8. Chi tiéu ngoai quan (The physical properties): Dat yéu ciu k¥ thuit/good
THI NGHIEM VIEN TRUONG PHONG QC TONG GIAM POC
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